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TEST REPORT

No: TR/09-10/318 Date: 15/1212009

lssued to: IWs. Sun Arch Industries
GIDC,
Morbi

Snmple Details: UPVC multilayer roofing sheet-2mm (as stated by the party)

Your reference: Received by courier on SOllUA9

Test Results
sample Test property unjt -_ Test value Remarks

Lnemlcal rgslslalluE r\L, vrlud'r err\

( in 18% HCI for 24hts at ambient condition)
No visual effecto v l Ref: ASTM D 543UPVC sheet 2mm Chemical resistance

Chemical resistance No visual effect Ref' ASTM D

(in20% NaOH fot 24 hrs at ambient condition)

Chemical resistance No visual effect Ref: ASTM D

543

543

N.B. .No tiabitity, w'hatsoet'er is accepted Jitr this reporl
publication.

in saturated solution of NaCl for 24 hrs at ambient condition

l'alitt only.for the sample given for testing' Not for
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